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Test ltem:
Sample Description:
No, Name Model Weight(g) Size(mm) Category

Four Drum Spill % Two blue plastic grid add
1 Pallet UP-1401/1402 41150 1330X1330X430 one yellow plastic paliet

Test item:

Take the sample into the equipment. Opening the testing machine. pressure on the sample for

220N to make the sampe with the pressure plate normal contact, pressure speed is 3mm/min, when the
pressure reached 5000kgf to stop the test.

Test Result:
No. Test Result

1 MNo damage was observed on the sample after test




Technical Report:

Ningbo Sanyou Environmental Protecting Technology Co.,Ltd
Apr.01.2017

Page 3 of 3

Sample Pictures

- End of Report -



	Compression Test Report for TWK1401, TWK1402-1
	Compression Test Report for TWK1401, TWK1402-2
	Compression Test Report for TWK1401, TWK1402-3

